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Table 1.
AlN-reinforced filler metal with different weight percentages of AlN.

	Sample	Metal matrix	Nano-sized AIN powder (wt%)
	#1	 	0
	#2	 	0.01
	#3	Al-11%Si-19%Cu-2%Sn	0.05
	#4	 	0.10
	#5	 	0.30
	#6	 	0.50
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